
3348 Route 208, Campbell Hall, NY 10916

Phone: 845-496-1600  Fax: 845-496-1398

1813 State Route 7, Harpursville, NY 13787

12960 Commerce Lake Drive, Unit 14, Fort Myers, FL 33913

42 Day Farm Road,  West Stockbridge, MA 01266

Apparent 

Specific 

Gravity

Absorption %

Ga A

2.568 9.15

2.568 9.15

Notes:

Comments:
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Location: Stockpile Item Number: No Specifications 

Date Sampled: Client Sampled By:8/28/2024

9/5/2024

Trial #

Client: 2024 Quality Control Project:Aden Aggregates 

Material: 240511 Project Number:RCA 

Average

Specification(s):

Source: 24-0995 Lab Number:Aden Aggregates 

Bulk Specific 

Gravity

Bulk Specific 

Gravity

SSD

Date Tested: Tested By:

2.080 2.270

SPECIFIC GRAVITY AND ABSORPTION OF COARSE AGGREGATE
Test Method:   ASTM C127

Isabella Pollina  

Report Reviewed By:
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2.080 2.270
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