
3348 Route 208, Campbell Hall, NY 10916

Phone: 845-496-1600  Fax: 845-496-1398

12960 Commerce Lake Drive, A14, Fort Myers, FL 33913

42 Day Farm Road,  West Stockbridge, MA 01266

1813 State Route 7, Harpursville, NY 13787

Client:

Material:

Source:

Location:

Date Sampled:

Date Tested:

% (Sand, silt, clay, etc.)

%

Specification:

Comments:

Test results comply with specifications.

This report shall not be reproduced, except in full, without written permission from Advance Testing Company, Inc.

The results in this report relate only to the items inspected or tested.

Revised: 3/8/2019 PDF

Project:

Project Number:

Lab Number:

Report of Organic Content of Soils by Loss on Ignition

Client Sampled By:

Tested By:

240511 

William Soha 

Aden Aggregates 2024 Quality Control 

24-1307B 

Stockpile 

3.8

Item Number: NYS DOT Roadside Topsoil 

Topsoil 2:1 

2 parts Aden Topsoil to 1 part White Wolf 

10/17/2024

10/21/2024

Report Reviewed By:

Sample was ashed at 440 ± 40°C

Test Method:    ASTM D2974 Method C

Inorganic Content:

Organic Content:

3-8%

96.2


